
SURFACE ROUGHNESS VS GRAIN SIZE ANALYSIS ON NB SAMPLES 

J. Kaufman, H. Padamsee, Cornell University

Abstract 
Using a profilometer we have measured the surface 

roughness produced by BCP for polycrystalline Nb 
samples of various grain sizes. We find that the roughness 
increases with grain size. 
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