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LANL’s main focus is to develop very high-gradient SRF cavities. Our goals are E, . of 40-50 MV/m with bulk Nb cavities
and >100 MV/m with thin-film coated Nb cavities.
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Low-power measurements of MgB, (100 nm) coated Nb
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